TRIRYFIL

Process of Tairyfil Manufacturing

® Stepl: Precursor Manufacturing

Coagulation Washing Oil Roller Winder
Bath Bath Bath

® Step2: Carbon Fiber Manufacturing

Precursor Oxidation Carbonization Surface
Creel Oven Furnace Treatment
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